
Bismutite (Bismuthite) - (BiO)2CO3 
Hardness: 2.5–3.5. Cleavage: Distinct/good. Readily soluble in acids (usually with effervescence), 

especially HNO3. Alters readily on exposure to air, altering from metallic lead-grey to a yellow or 

iridescent tarnish. 
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