
Gonnardite - (Na,Ca)2(Si,Al)5O10·3H2O 

Hardness: 4–5. Cleavage: No data. Acicular material may become matted in water; clean with 

anhydrous alcohol or acetone only. Stable to plain water. Tolerates sonication. Readily attacked by 

acids; gel formation with HCl, but calcite can be removed with warm acetic acid. Derust with 

oxalic acid. Remove manganese hydroxides/oxides with ascorbic acid. 
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