
Halotrichite - FeAl2(SO4)4·22H2O 
Hardness: 1.5–2. Cleavage: Poor/indistinct. Very readily soluble in water or dilute acids and 

therefore intolerant of any aqueous treatment. Clean acicular material with anhydrous alcohol or 

acetone only. Dehydrates readily in low humidity; store in sealed container. 
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