
Löweite (Loewite)  - Na12Mg7(SO4)13·15H2O 
Hardness: 2.5–3. Cleavage: None observed. Soluble in water and therefore intolerant of any 

aqueous treatment. Hygroscopic (becomes dull and encrusted at high relative humidity); store in 

sealed container with desiccant. 
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