
Petzite - Ag3AuTe2 

Hardness: 2.5–3. Cleavage: Poor/indistinct. Insoluble in water. Decomposed by HNO3 with 

deposition of Au. Tarnishes rapidly from steel-grey or black to yellow-gold (probably photo-

induced exsolution of gold); avoid sunlight and ultraviolet light. 
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