Syngenite (Kaluszite) - K;Ca(SO4)2-H20

Hardness: 2.5. Cleavage: Perfect. Porous; may absorb water then crack and disintegrate upon
drying. Partially soluble in cold water (with precipitation of gypsum), decomposed in hot water

and therefore intolerant of any aqueous procedure. Soluble in acids. Insoluble in ethanol.
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