
Tachyhydrite (Tachydrite) - CaMg2Cl6·12H2O 
Hardness: 2. Cleavage: Perfect. Porous; may absorb water then crack and disintegrate upon drying. 

Easily soluble in water and therefore intolerant of any aqueous treatment. Highly 

hygroscopic/deliquescent; store in sealed container with desiccant. 
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