Thermonatrite - NaCO3-H>0

Hardness: 1-1.5. Cleavage: Poor/indistinct. Can cause eye disorders. Porous; may absorb water
then crack and disintegrate upon drying. Water soluble and therefore intolerant of any aqueous
treatment. Dissolves in acids with mild to vigorous effervescence. Insoluble in ethanol.
Hygroscopic; store in sealed container but without desiccant because this mineral also dehydrates

in dry environments.
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