
Tychite - Na6Mg2(CO3)4(SO4) 
Hardness: 3.5. Cleavage: No data. Porous; may absorb water then crack and disintegrate upon 

drying. Water solubility data inconsistent; one author states insoluble in water whereas Kipfer and 

Rohner indicate water solubility. Best to avoid any aqueous treatment. Soluble in dilute acids. 

Attacked by NH3 and (likely) other alkalis. May be hygroscopic; store in sealed container with 

desiccant. 
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