
Zirkelite - (Ca,Th,Ce)Zr(Zr, Ti)2O7 
Hardness: 5.5. Cleavage: None observed. May be radioactive. Wight indicates water sensitive and 

Kipfer and Rohner indicate soluble in water, both of which are likely in error. Crawford reports 

insoluble in water. Best to avoid any aqueous treatment. Pearl indicates porous; may absorb water 

then crack and disintegrate upon drying. Excellent chemical resistance; insoluble in HCl, HNO3 

or H2SO4. 
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